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NOTCH SENSITI_IITY OF SPACE SHUTTLE TILE MATERIALS

J. C. Newman, Jr.

NASA Langley Research Center

Hampton, Virginia 23665

SUMMARY

Tests have been conducted at room temperature to determine the notch sen-

sitivity of the thermal protection tile for the Space Shuttle. Two types of

RSI tile were studied: LI-900 and LI-2200. Three-point bend specimens were

cut from discarded tiles in the in-plane (ip) and through-the-thickness (ttt)

directions. They were tested with or without a sharp notch. The LI-900 (ip

and ttt) specimens were not very notch sensitive, but the LI-2200 (ip and ttt)

specimens were. The LI-2200 material showed about a 35-percent reduction in

strength due to the presence of the notch, This reduction in strength should

be considered in the design of mechanically fastened tile concepts.

INTRODUCTION

Some of the tiles used for the thermal protection system of the Space

Shuttle may be held in place with a mechanical fastener. One type of mechani-

cal fastener requires twisting an auger into the tile. The auger has blades

that will cut a sharp notch in the material. The present investigation will

determine whether the notch influences the fracture strength of the tile mate-

rials.

Tests have been conducted to determine the notch sensitivity of LI-900

and LI-2200 RSI tile. Three-point bend specimens were cut from discarded

tiles. The specimens were oriented in the in-plane (ip) and through-the-

thickness (tit) directions. They were tested with Or without a sharp notch

and were statically bent to failure at room temperature.



SYMBOLSANDABBREVIATIONS

This paper presents physical quantities in both the International Sys_m

of Units (SI) and U.S. CustomaryUnits. All measurementsand calculations

were madein U.S. CustomaryUnits, except for the measurementof load.
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SB
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u

Abbreviations:

ip in-plane

tit through-the-thickness

notch length, mm (in.)

specimen thickness, mm (in.)

applied force, kg (lbf)

elastic fracture toughness, kPa m I/2 (psi in. 1/2)

span length, mm (in.)

failu=e load, kg (Ibf)

elastic nominal failure stress for bend specimen, kPa (psi)

elastic nominal failure stress for notch-bend specimen, kPa (psi)

specimen width, mm (in.)

uniaxial tensile strength, kPa (psi)

MATERIALS, SPECIMENS, AND TEST PROCEDURE

Materials

The materials used in this study were LI-900 and LI-2200 RSI tile. The

LI-900 and LI-2200 tiles are made from rigidized silica fibers weighing about

145 kg/m 3 (9 ib/ft 3) and 354 kg/m 3 (22 lb/ft3), respectively.

Specimens

The test specimens were cut from tiles as shown in figure i. The specimens

were oriented in the in-plane (ip) and through-_he-thicknes'_ (ttt) directions.
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So that they could be tested in the same bending test.fixture as the ip speci-

mens, the specimens in the ttt-direction had end tabs (made of the same mate-

rial) bonded to each end with epoxy. The three-point beard r_peeimens, shown in

figure 2, were tested with or without a sharp notch. The sharp notch was cut

with a thin-bladed coping saw. The width of the notch was about 0.25 mm

(0.01 in.).

The nominal thickness, B, of all specimens was about 25.4 mml (I in.).

The specimen width, w, for the notch-bend specimens was about 25.4 mm (i in.),

and the notch-length-to-width ratio (a/w) was about 0.5. Some of the LI-2200

notch-bend specimens oriented in the ttt-direction had notch-length-to-width

ratios ranging from 0.3 to 0.7. The specimen width for the unnotched bend

specimens ranged from 7.1 mm (0.28 in.) to 25.4 mm (] in.). The notched and

unnotehed specimens of each material and orientation were taken from the same

tile in adjacent locations. The bend specimens were cut so _hat the width,

w, was about equal to the net width (w - a) of the corresponding notch-bend

specimens. Table I gives a summary of materials, specimen type (notch-bend or

bend), orientation, ultimate tensile strengnh, and dimensions for all specimens

tested. The ultimate tensile strengths were obtained from Volume 3 - Thermel

Protection System Materials Property Manual (Rockwell International Corp., 1979).

Test Procedure

All specimens were tested in the same three-point loading test fixture,

as showrL schematically in f/gure 3. The spa1_ length, L, for the specim_ns

wa: : ;_ mm (5 in.). The specimens were statiealJy bent to failure at ro_m

temperature and the applied force, F, was visually recorded from the scale by

two ob:_ervers. The two observed va].u_s were then averaged. The failure lead,

P, was the sum of the, appl fed force plus the weight of the scale, cord, and pin.



The accuracy of recording failure loads was estimated to be about ±25 grams.

The scale was graduated in 25-gram increments.

ANALYSIS

Stress

The elastic nominal failure stress was calculated at the outer fiber of

the bend specimenas

3PL
SB = 2Bw2

and at the notch tip of the notch-bend specimenas

3PL
SNB = 2

2B(w - a)

F_acture Toughness

The elastic fracture toughness,

culated by

(i)

(2)

KQ, of the notch-bend specimen was cal-

KQ = SBd_ f (a/w)
(3)

f(a/w) was obtained from reference i by linear interpolation betweenwhere

results for L/w = 4 and 8, and was given by

9

f(%) = 1.94 - 2.99% + 14.31_ _ - 24.83_ 3 + 25.66_ 4 (4)

for L/w = 5 and % i 0.7 where % = a/w. (Note that the constant /_ is

contained in the coefficients of f(_).)

RESULTS AND DISCUSSION

Table I g_ves a SuVmmary of mat_rlals, specimen type (notch-bend or bend),

orientation, ultimate tensile strength, specimen thickness_ specimen W_dth,
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notch length, failure load, calculated elastic nominal failure stress, and cal-

culated elastic fracture toughness of the specimens tested.

Table I shows that the elastic nominal failure stresses of all specimens

exceed the ultimate tensile strength of the materials. This hehavior is com-

monly observed in bend specimensmadeof metallic and composite materials. In

metallic materials this behavior is caused by plastic yielding. In the tile

this behavior maybe caused by micro-cracking or fiber straightening.

The influence of the notch on the elastic nominal failure stress of LI-900

(ip and tit) and LI-2200 (ip and ttt) RSI tile is shownin figure 4. The

nominal failure stress for the notched specimen is normalized by the nominal

failure stress for the corresponding unnotched specimen. The width of the cor-

responding unnotched specimenwas abo_t equal to the net width (w - a) of the

notched specimen to minimize any size effect on strength. The notch-length-to-

width ratio was about 0.5, and the specimen thickness was about 25.4 mm(i in.).

The results shownfor LI-900 (tit) and LI-2200 (ttt) are the average failure

stresses for two or three tests. The LI-900 material was not very notch sensi-

tive but showedan 8- to 18-percent reduction in strength due to the presence

of the notch. However, the LI-22t0 ,uaterial wasmore notch sensitive than the

LI-900 material and showeda 35-percent reduction in strength due to the notch.

This behavior is consistent with failures of other materials: higher strength

materials are usually more notch sensitive than lower strength materials. For

comparison, calculated results on 7075-T6 and 2024-T3 aluminumalloy are also

shown.

The influence of notch-length-to-width ratio on the elastic nominal failure

stress for LI-2200 (ttt) RSI tile is shownin figure 5.. Again, the nominal

failure stress for the notched specimen is normalized by the nominal failure



stress for the corresponding unnotched specimenand plotted against-the notch-

length-to-width ratio. The dash-dot curve shows the "expected" trend based on

failure of other materials. For a/w ratios less than 0.5 and a/w ratios

greater than 0.5, the strength of the notched specimen should approach the

strength of an unnotched specimenwhosedepth equals (w - a).

The elastic fracture toughness, KQ, for LI-900 (tit) and LI_2200 (ttt)

as a function:of notch-length-to-width ratio (a/w) is sho_ in figure 6. The

fracture toughness of the LI-2200 material is considerably larger than that

for the LI'900 material. This is primarily due to the higher strength of the

LI-2200 material. The toughness for LI-2200 appears to be independent of a/w

based on the limited number of tests conducted here. However, the fracture

toughness may be a function of specimen width. In other materials, larger

specimen widths give larger values of fracture toughness. Onlyin perfectly

brittle materials is KQ a material constant (independent of crack length and

specimen width).

The reduction in strength due to the presence of the notches should be

considered in the design of mechanically fastened tile concepts.

CONCLUDING REF_RKS

Tests have been conducted at room temperature to determine the notch sen-

sitivity of materials used for the thermal protection system of the Space

Shuttle. The materials investigated were LI-900 and LI-2200 RSi tile. Three-

point bend specimens were tested with or without a sharp notch. The specimens

were oriented in the in-plane (ip) and through-the-thickness (ttt) directions.

The results of theso tests are summarized as follows:

I. The LI-900 (ip and ttt) tile material was not very notch ,sensitive. It

showed an 8_ to ]B-percent reduction in strength due to the presence of the notch.

1

I

i
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2. The LI-2200 (ip and ttt) tile material was notch sensitive and showed

35-percent reduction in strength due to the presence of the notch.

3. The elastic fracture toughness of the LI-2200 material was about

double that for the LI-900 material.

4. The reduction in strength due to the presence of notches should be

considered in the design of mechanically fastened tile concepts.
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Figure i.- Tile and °r_entat_on of bend Specimens.
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Figure 2.- Three-polnt bend specimens with or without a sharp notch.
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7,6 mm

Figure 3,- Schematic of three-point bend loading fixture and scale.
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